
LM-SB24 06/21/13
 Depth  Parameter  Result  [Criteria]   1-2    LEAD       6300    [800]  1-2    Lead, TCLP  56     [5] 

LM-SB25 06/21/13
 Depth  Parameter  Result  [Criteria]   0-1    LEAD       1500    [800]

LM-SB26 06/21/13
 Depth  Parameter  Result  [Criteria] 
  0-1    LEAD       2100    [800]

LM-SB28 06/21/13
 Depth  Parameter  Result  [Criteria]   1-2    LEAD       3100    [800] LM-SB29 06/21/13

 Depth  Parameter  Result  [Criteria]   0-1    LEAD       1600    [800]

LM-SB30 06/21/13
 Depth  Parameter  Result  [Criteria] 
  0-1    LEAD       840     [800]

LM-SB32 06/21/13
 Depth  Parameter  Result  [Criteria]   0-1    LEAD       1700    [800]

LM-SB34 06/21/13
 Depth  Parameter  Result  [Criteria]   0-1    LEAD       1000    [800]
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Figure 1
Sampling Location and Results Map

Railway Area
Loewenthal Metals

Chicago, Cook County, Illinois

Imagery Source: ESRI Bing Maps

Prepared By:
WESTON SOLUTIONS, INC.
750 E. Bunker Ct, Suite 500
Vernon Hills, Illinois 60061

Legend
Sampling Locations - At Least One Exceedance
Sampling Locations - No Exceedances
Former Railroad
Expanded Site Boundary
Initial Site Boundary

Prepared For:
US EPA Region V
Contract No.: EP-S5-06-04
TDD: S05-0001-1201-003
DCN: 1714-

Units:
Total Metals = mg/kg
TCLP Metals = mg/l


